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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SHOWING

1986

Assay/analysis                

Channel

Bismuth 0.29 %

Zinc 0.08 %

Silver 2.7 g/t

Highest results from eight 1.5-metre channel samples of 

massive magnetite; also analyzed 708 parts per million 

tungsten.

Assessment Report 15591.
N

SAMPLE

1981

Assay/analysis                

Rock

Zinc 40.1 %

Tungsten 0.32 % Assessment Report 10105

N

SAMPLE

1980

Assay/analysis                

Rock

Zinc 15 %

Silver 8.6 g/t

Copper 0.36 %

Maximum values of rock samples from the occurrence 

area.

Assessment Report 9344
N
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