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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SOUTHEAST

1997

Assay/analysis                

Chip

Copper 0.18 %

Zinc 4.96 %

Silver 5.6 g/t

A 2-metre chip sample (149900) across a zone of 

massive sulphides in skarn, located approximately 350 

metres south-southeast and downslope of the Dako 

occurrence.

Assessment Report 25254

N

SKARN

1996

Assay/analysis                

Chip

Lead 0.60 %

Zinc 4.84 %

Silver 137.3 g/t

A 1.5 metre chip sample from the approximate centre of 

the mineralized outcrop.

Assessment Report 24667
N

SKARN

1994

Assay/analysis                

Rock

Copper 0.22 %

Zinc 9.70 %

Silver 19.7 g/t

Gold 0.40 g/t

Samples of mineralized skarn.

Assessment Report 23583

N

ADIT

1949

Assay/analysis                

Chip

Zinc 4.69 %

Silver 81.9 g/t

A sample over 2.7 metres taken from the “Lower Adit” 

zone, which is believed to be the same as the Dako 

occurrence.

Assessment Report 00048
N
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