
MINFILE Production Detail Report

BC Geological Survey

Ministry of Energy, Mines and Petroleum Resources

MINFILE  Number: Name: Status:082KSE001 MINERAL KING Past Producer

Production

Year

Tonnes

Mined

Tonnes

Milled Commodity

Grams

Recovered

Kilograms

Recovered

1974 Silver  363,283 

Barite  5,986,000 

Zinc  182,079 

Lead  144,956 

Cadmium  417 

 4,536  4,173 

1973 Barite  14,500,000  14,500 

1972 Barite  23,811,784  23,812 

1971 Barite  4,283,726  18,197 

1970 Barite  8,659,985  8,660 

1968 Silver  366,020 

Zinc  3,632,029 

Lead  246,535 

Cadmium  14,760 

Copper  8,887 

1967 Silver  1,627,060 

Zinc  3,473,631 

Lead  1,632,716 

Copper  22,213 

Cadmium  14,508 

 100,998  100,998 

1966 Silver  1,469,430 

Zinc  3,455,698 

Lead  1,489,827 

Copper  30,224 

Cadmium  16,260 

 104,087  104,087 

1965 Silver  1,845,497 

Zinc  4,574,521 

Lead  1,413,375 

Copper  24,706 

Cadmium  17,993 

 131,719  131,719 

1964 Silver  2,824,837 

Zinc  6,097,250 

Lead  2,062,301 

Copper  32,927 

Cadmium  23,246 

 166,895  166,895 

1963 Silver  5,799,714 

Zinc  8,190,267 

Lead  3,428,695 

Copper  63,697 

Cadmium  26,826 

 185,012  185,012 
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Production

Year

Tonnes

Mined

Tonnes

Milled Commodity

Grams

Recovered

Kilograms

Recovered

1962 Silver  7,118,388 

Zinc  9,217,852 

Lead  4,173,005 

Copper  39,554 

Cadmium  37,840 

 192,696  192,696 

1961 Silver  8,996,107 

Zinc  10,090,788 

Lead  4,502,777 

Cadmium  24,133 

Copper  21,660 

 191,424  191,424 

1960 Silver  6,178,176 

Zinc  7,701,980 

Lead  4,323,192 

Copper  78,838 

Cadmium  19,704 

 177,537  177,537 

1959 Silver  7,104,112 

Zinc  6,812,138 

Lead  3,999,882 

Copper  67,273 

Cadmium  21,970 

 164,649  164,649 

1958 Silver  3,078,138 

Zinc  8,211,935 

Lead  2,926,781 

Copper  80,946 

Cadmium  35,305 

 174,565  174,565 

1957 Silver  2,229,308 

Zinc  6,154,631 

Lead  1,796,238 

Copper  38,611 

Cadmium  6,724 

 152,514  152,514 

1956 Silver  2,081,662 

Zinc  4,842,679 

Lead  1,695,003 

Copper  50,163 

Cadmium  14,701 

 132,962  132,962 

1955 Silver  3,941,030 

Zinc  5,160,752 

Lead  2,237,625 

Copper  65,762 

Cadmium  27,109 

 146,929  146,929 

1954 Silver  2,700,176 

Zinc  2,573,311 

Lead  1,364,266 

Copper  36,543 

Cadmium  13,099 

 76,381  76,381 

1928 Silver  156 

Zinc  92 

Lead  86 

 1 

Page 2 of 3Wednesday, January 14, 2026 082KSE001MINFILE  Number:



Summary Totals

Metric Imperial

Mined

Milled

Recovery:

Silver  57,723,094 grams  1,855,841 ounces

Zinc  90,371,633 kilograms  199,235,346 pounds

Barite  57,241,495 kilograms  126,195,895 pounds

Lead  37,437,260 kilograms  82,535,030 pounds

Copper  662,004 kilograms  1,459,469 pounds

Cadmium  314,595 kilograms  693,563 pounds

 2,102,905  2,318,055 

 2,167,710  2,389,491 

tonnes

tonnes

tons

tons

MINFILE  Number: 082KSE001 Name: MINERAL KING Status: Past Producer

1974 1970-1974 production: Barite produced from tailings pond.

1973 Barite values in Geology, Expl. and Mining in B.C (1970-1974).

1968 Clean-up after mine closed in December 1967 (unknown tonnage).

Comments:
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